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Zoning patterns in plagioclases are related to abrupt changes in the anorthite content along the crystal grow-
ing direction. Accurate characterization of these patterns by electron microprobe is useful to identify magma
chamber processes such as recharge, mingling and whole-chamber overturn events.
In this work, a new procedure to obtain high resolution quantitative maps of anorthite concentration in single
plagioclase crystals is developed. The methodology consists of performing a calibration of backscattered elec-
tron images using quantitative X-ray maps. The ultimate resolution of characteristic X-rays and backscattered
electron signals is studied by Monte Carlo simulation. The method is applied to characterize the chemical
composition of a volcanic plagioclase from the Cerro Vilama, Argentina. The results obtained are more precise
than the values given by the methods commonly used in the study of plagioclase composition, i.e. the classi-
cal profiling by electron microprobe point analysis or the modern backscattered electron image calibration by
means of quantitative energy or wavelength dispersive X-ray analysis at a few selected points.

© 2013 Elsevier B.V. All rights reserved.
1. Introduction

The spatial distribution of the components or phases within hetero-
geneous materials samples is an important issue in a number of
research areas. X-raymaps (XRMs) obtained by collecting characteristic
X-rays from induced radiative transitions of the elements present in a
sample, are particularly helpful for gathering elemental distribution.
In the case of electron probes, the beam is scanned across the specimen
or the sample is moved under a fixed beam, while X-ray intensities are
recorded pixel by pixel. The spatial resolution of XRMs is limited by the
interaction volume, which is around 2 μm diameter, depending on the
electron beam energy, the overall sample composition and the particu-
lar element being mapped [1]. The acquisition time required for regis-
tering an XRM with 256×256 pixels is 30 min (at 60 kcps), if relative
statistical uncertainties below 2% are expected. Recent advances in
energy dispersive spectrometry have resulted in detection systems
with higher counting rates. Silicon drift detectors [2], for example, can
produce high quality images at 60 kcps in a few minutes [3].

Backscattered electron (BE) images are also useful to determine
the number and distribution of phases, since the gray level of each
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pixel is related to the mean atomic number Z at the corresponding
position on the sample surface [4,5], although they cannot be used
alone to determine the chemical composition. BE images are quite
valuable in different areas of materials characterization, their impor-
tance lying in the fact that they are widely used in a variety of scien-
tific or technological investigations, like chemical geology, cement
investigations, art and cultural heritage pieces, hard tissue character-
ization, etc. [6–11].

The plagioclases are a typical and very abundant group of minerals in
the igneous rocks of the Earth crust and of theMoon. They form a contin-
uous isomorphic series (solid solution) varying compositionally from a
sodic extreme (called albite) to a calcic extreme (called anorthite). Pla-
gioclase composition is generally expressed by themolecular percentage
of anorthite (An), and they are traditionally referred to the names albite
(0–10 mol% An), oligoclase (10–30 mol% An), andesine (30–50 mol%
An), labradorite (50–70 mol% An), bytownite (70–90 mol% An) and
anorthite (90–100 mol% An). Plagioclases may also contain certain
amount of the potassic extreme (the third point which completes the
feldspars triangle, called orthoclase). In the compositional range from
labradorite to anorthite, this content is lower than 5 mol% and it gradu-
ally increases with the albite (Ab) content.

Plagioclase crystals are generally zoned, i.e., they present a concen-
tric structurewith narrowbands of different composition. This structure
can be readily observed in thin sections with an optical microscope. The
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anorthite content normally varies between 1 and 30% within a zoned
plagioclase crystal [12]. It is possible to infer the history of the magmatic
systemby studying the compositional changes along the crystals in a pla-
gioclase, since the composition of a magmatic mineral depends on the
temperature, pressure, fluids content and composition of the magma
[13,14].

The study of zoning in plagioclase crystals has been addressed
through different techniques. The simplest method consists in pro-
ducing a concentration profile by electron microprobe point analysis.
Optical and Nomarski differential interference contrast microscopy
[15] are widely used to obtain high resolution images of zoning, but
they provide no quantitative information about chemical composi-
tion. Laser interference microscopy has been used in combination
with electron probe microanalysis for quantitative profiles of anor-
thite [16], although the spatial resolution of the former is poor.

Backscattered electron images are a promising alternative to study
plagioclase zonations [12,17,18], since they are highly sensitive to
small changes in mean atomic number Z . Nevertheless, these images
do not straightforwardly provide quantitative information about the
chemical composition, and they must be therefore calibrated in
order to obtain the anorthite content. Taking into account that the
mean atomic numbers of Ab and An are 10.77 and 11.85, respectively,
it can be concluded that Z and thus the BE signal increase with the An
content in a plagioclase. Due to the small variation of Z from Ab to An,
the calibration between the gray levels and the plagioclase composi-
tion can be performed by a linear function. Ginibre et al. [12] calibrat-
ed the BE images with point quantitative characteristic X-ray analyses
performed along a line perpendicular to the zonation edges. Triebold
et al. [19] proposed a similar method with quantitative analysis in a
complete line scan. Both authors related the An concentration with
the Ca and Na elemental concentration determined by the X-ray
microprobe analysis.

Although the methods mentioned above had been applied several
times, they present some experimental and processing difficulties.
For instance, the quantifications are performed along a unique profile
and then the calibration is used to extend the quantitative character-
ization to the entire image. The profile must therefore be representa-
tive of the entire BE image. In addition, the interfaces between
regions with different Z are responsible for a contrast intensification
in the BE image (see below) and the quantitative analyses performed
at these points will not follow the general tendency in the calibration
curve. This fact could be an important source of error when a few
points are used for calibrating the BE image. On the other hand, if
the measuring equipment does not have an automated X-ray spectra
acquisition routine, the number of points to analyze must be signifi-
cantly reduced in order to optimize the measuring time.

In this work, the calibration of BE images is accomplished through
a new approach, in which an anorthite concentration map is obtained
from Ca and Na X-ray maps; the BE image size is reduced to the An
map size and a linear calibration between the gray level in the
reduced BE image and the An map is performed. Finally, the linear
calibration is applied to the original BE image, obtaining a high reso-
lution An distribution map. With this approach, fluctuations of differ-
ent origin are smoothed, and the uncertainties in the results are
therefore reduced, as shown below. In addition, the fraction of points
with contrast enhancement due to interface crossing is greatly
reduced, since the calibration is performed with high number of points
(≈104). Monte Carlo simulations were performed to study the resolu-
tion of BE and X-ray signals as a function of the plagioclase composition
and the incident electron beam energy. This study permitted to choose
the best experimental conditions to optimize the spatial resolution. The
methodology was tested in plagioclases from a lava sample from the
Cerro Vilama, a quaternary volcano located in the Central Andes, on
the international border between Argentina and Bolivia.

The method proposed here is applicable to any material sample in
which the mean atomic number contrast depends on the variation of
a single component, maybe present as solid solution or separately.
This is a common situation in many alloys [20] or mineral series dif-
ferent from those considered here.

2. Materials and methods

Plagioclases from a thin section were studied through the method-
ology proposed here. To this aim, Ca and Na X-ray maps have been
acquired in order to perform the BE image gray level calibration
with An content, as described below. Henceforth, all concentrations
will be given as wt.%.

2.1. X-ray maps and BE image calibration

In conventional electron probe quantitation, the characteristic
intensity Ij emitted by each element of an unknown sample is recorded
and then compared with the corresponding intensity Ij

o emitted from a
standard of concentration Cj

o. As a first approximation, the intensity Ij
may be taken as proportional to the mass concentration Cj of element j:

Ij
Ioj
≈

Cj

Co
j

The comparison with standards cancels out geometrical and phys-
ical factors which are difficult to determine [21]. The previous relation
has no rigorous validity, and matrix effects must be included to pro-
duce a more accurate relation. These effects are usually referred to
as “ZAF correction” [1,21]: Z and A factors represent the generation,
scattering and absorption effects, whereas the F factor involves sec-
ondary fluorescence enhancement. The magnitudes of Z, A, and F
strongly depend on the experimental conditions, mainly on the inci-
dent beam energy, X-ray take-off angle and differences in the compo-
sition of the standards and the sample. In some cases, it is possible to
reduce their influence and even to compensate effects, provided that
the experimental conditions are adequately chosen. The composition
of the standard used in this work (a homogeneous plagioclase with
65% An from SPI mineral standards) is similar to the sample studied,
thus, in the energy and concentration ranges involved in this study
the ZAF corrections can be considered as a constant for each element
(see Section 4).

The ratio between Ca and Na concentrations for pixel (i,j) can then
be written as

CCa i; jð Þ
CNa i; jð Þ ¼

Co
Ca

Co
Na

ICa i; jð Þ
INa i; jð Þ

IoNa
IoCa

ZAFð ÞNa
ZAFð ÞCa

; ð1Þ

where CCa,Na, INa,Ca and ZAFNa,Ca are, respectively, the concentrations,
integrated intensities and ZAF corrections for the elements consid-
ered, and the superscript o refers to the standard. The ZAF correction
values were estimated by performing quantitative point analyses. The
anorthite content An(i,j) (wt.%) for the pixel (i,j) can be related to
the Ca and Na wt.% using the stoichiometric formulae for An and Ab
minerals

CCa i; jð Þ ¼ 14:41 An i; jð Þ ;

CNa i; jð Þ ¼ 8:77 100−An i; jð Þ½ � ;

where 8.77 and 14.41 are the concentrations (wt.%) of Na in pure
albite and Ca in pure anorthite. From the ratio CCa/CNa determined
by Eq. (1), the anorthite content An(i,j) for each pixel (i,j) can there-
fore be obtained from these relations

An i; jð Þ ¼ 8:77�
CCa
CNa

i; jð Þ
14:41þ 8:77� CCa

CNa
i; jð Þ

� 100 : ð2Þ
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In order to assess Eqs. (1) and (2) for each pixel of the XRMs and
therefore construct a map of the anorthite content, a routine in
Matlab® environment was developed. It is important to notice that
the size of the An map obtained is equal to the size of the XRMs,
and its spatial resolution is limited by the volume from which the
characteristic X-rays emerge from the sample.

As mentioned in the Introduction, it is possible to perform a linear
calibration between the BE image gray level and the corresponding
anorthite content for each sample point. With the aim of establishing
a pixel-to-pixel correspondence, the BE image size was reduced to the
An map size. The value for each pixel in the reduced BE image is
assessed as the average within a sub-array surrounding the corre-
sponding pixel in the original BE image, covering all the scanned
area and avoiding overlaps. An important advantage of this approach
is the high number of points available for performing the calibration,
which leads to better results since the statistical fluctuations and the
relative number of points presenting the BE contrast enhancement
due to interface crossing (see Section 2) is reduced.
2.2. Monte Carlo simulations

In order to investigate the interaction volume for BE and charac-
teristic X-ray signals as a function of the incident electron energy
and the plagioclase composition, a series of Monte Carlo simulations
were performed. The spatial resolution is related to this interaction
volume, which limits the sensitivity to detect compositional varia-
tions in the BE images and X-ray maps.

The example main program PENCYL distributed with the 2008 ver-
sion of the PENELOPE routine package [22] was used for the simula-
tions. This program is optimized for cylindrical geometries constituted
by different layers. The output provided by the program for the X-ray
emission is integrated over all the possible take-off directions (ranging
from 0° to 90°). Taking into account that the absorption of photons in
the sample strongly depends on the take-off angle [5] and that the
geometry is well defined in the experiment, the results of the simula-
tions performed with this program are not compatible with the
measurements. For this reason, the PENCYL program was modified to
register only the photons emitted within directions close to the exper-
imental take-off angle. In those cases in which the symmetry character-
izing the normal-incidence EPMA experiment for flat homogeneous
samples, all the azimuthal angleswere integrated in order to reduce sta-
tistical uncertainties for the computing times used. An additional mod-
ification to PENCYL was introduced in order to register the radial
coordinate of the backscattered electrons when they emerge from the
sample. Aswill be shown below, this radial coordinate is useful to deter-
mine the spatial resolution of the BE signal.
Fig. 1. Settings used to study the spatial resolution for sodium and calcium characteristic X-r
by the A (left) and B (right) materials.
A first set of Monte Carlo simulations was performed for a homo-
geneous material composed by 60%. An for electron incident energies
ranging from 5 and 15 keV in order to obtain the ultimate resolution
of the BE and characteristic X-ray signals.

As mentioned above, near the interface between materials with
different mean atomic numbers, a contrast exaggeration in the BE sig-
nal is produced. In order to investigate this effect, a second set of
Monte Carlo simulations was performed for samples with an interface
separating two materials A|B, as shown in Fig. 1. To adequately repre-
sent this type of interfaces keeping the cylindrical symmetry imposed
by the program PENCYL, the materials A and B were associated to
concentric cylinders with radius at the interface large enough to
ensure that the flat interface approximation was valid at a microme-
ter scale.

In order to represent a zoning in a plagioclase, three samples were
simulated: the material B was fixed as pure anorthite (An 100%), and
three different An wt. concentrations (60%, 70% and 80%) were set as
the material A. Three incident energies Eo were simulated, i.e., 5, 10
and 15 keV. For each interface and incident energy, the incident
beam impact point xi was varied from −7 μm to 7 μm in steps of
0.25 μm (see Fig. 1). At each xi point, the radial distribution of the
backscattered electrons and characteristics X-rays corresponding to
Na and Ca were recorded. Other interfaces A|B defined by materials
with very different mean atomic number, such as Mg|Cu and C|Pb
were simulated to study the behavior of the BE signal exaggeration
with the chemical composition.

The simulations were run in a cluster facility at the Facultad de
Matemática, Astronomía y Física of the Universidad Nacional de
Córdoba, with 3.0 GHz Pentium IV hyperthreading processors. In the
characteristic X-ray simulations carried out, the incident electron tra-
jectories were surveyed down to certain threshold energy, since no
further ionization is possible under this value. This criterion permits
to obtain results with appropriate statistical uncertainties in reason-
able CPU times, avoiding the computation of events out of interest.
With this restriction, relative errors below 1% for all characteristic
X-rays were obtained. For the BE signal simulations, electron energies
were considered down to 100 eV. This lower limit adequately repro-
duces the actual experimental BE detection [1].

3. Experimental

The thin slice of the Cerro Vilama rock was prepared following the
standard procedure for this type of material. The sample was coated
with a carbon layer 30 nm thick in order to avoid charging effects.
The BE images, XRMs and point X-ray emission spectra were acquired
with an environmental SEM (ESEM FEI Quanta 200) furnished with
a silicon drift X-ray detector. The XRMs were measured with a
ays, as well as the interface crossing effect in the BE signal near the interface A|B defined
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resolution of 128×100 pixels, Eo of 10 keV, beam current of 7 nA, ac-
quisition live time of 1.4 s per pixel and counting rate of around
30000 c/s. The point analyses were carried out under the same condi-
tions, but the acquisition live time was set to 100 s; in this case, the
Plagioclase An65 (no. 35) standard from the commercial SPI
#02753-AB mount was used. For the BE images, 1024×768 frames
were taken at 5 ms/pixel, choosing an incident energy of 10 keV for
the reasons explained in 4.1. In order to clearly show the effect of
BE contrast enhancement due to interface crossing, additional BE im-
ages were measured on a polished section of another rock having an
interface defined by quartz and rutile.

4. Results and discussion

4.1. Spatial resolution of BE and X-rays

The fraction of backscattered electrons has been surveyed through
Monte Carlo simulations for a homogeneous An 60% plagioclase excit-
ed at 5, 10 and 15 keV. The program developed allows to discriminate
the lateral coordinate x of the point where the backscattered electron
has been produced. A histogram can be therefore constructed, which
allows to visualize the distribution of the backscattered electron yield
around the beam impact point, as shown in Fig. 2.

In all cases, there is a narrow peak centered at the impact point
x=0 mounted on a wider distribution. The central peak accounts
for the fraction of electrons that have a few interactions before
Fig. 2. Results of Monte Carlo simulations for the backscattered electron spatial distri-
bution in a labradorite plagioclase (An 60%) around the electron impact point at 5, 10
and 15 keV (top). Spatial resolution for BE signal in An 60% and An 80% (bottom).
being backscattered, and its width is similar to the electron mean
free path in the considered material [1]. The overall curve can be rep-
resented as the sum of a narrow Lorentzian distribution and a wide
Gaussian distribution. Bearing this in mind, the full width at half max-
imum of the Gaussian distribution is a good estimate for the spatial
resolution. As can be observed in the bottom plot of Fig. 2, the resolu-
tion is better for low incident electron energies and it varies slightly
with An concentration.

Fig. 3 shows the results obtained for the Na and Ca characteristic
X-ray intensities as a function of the incident beam position xi around
an interface separating An 60%|An 100%, for incident energies of 5, 10
and 15 keV. Although the lateral resolution is commonly defined as
the width from 16% to 84% of a line scan, it is obvious that when the
effect of BE contrast enhancement due to interface crossing is impor-
tant, this criterion cannot be considered, since the regions involving
this contrast intensification would be disregarded. A reasonable esti-
mate for the spatial resolution of the X-ray signal is given by the dis-
tance from the interface to the point at which the intensity becomes
constant. According to this definition, the spatial resolutions for Na
Fig. 3. Na (top) and Ca (bottom) X-ray intensities for a sample with an interface sepa-
rating An 60%|An 100%, obtained by Monte Carlo simulation for incident energies of 5,
10 and 15 keV. Error bars correspond to statistical uncertainties inherent to the simu-
lation routine.

image of Fig.�2
image of Fig.�3


Fig. 5.Monte Carlo simulations for the lateral distribution of backscattered electrons at
different distances xi from the impact point, for a beam energy of 20 keV. The interface
corresponds to a Mg|Cu system. The vertical scales in the first three plots were multi-
plied by 7 to help visualization.
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and Ca signals result 1 μm and 0.5 μm at 10 keV, respectively. Similar
to the BE signal, the resolution of the X-rays depends on the incident
electron energy.

4.2. Signal distortion in BE images due to interface crossing

Fig. 4 corresponds to a BE image of a thin section of a geological
rutilated quartz. The interfaces SiO2|TiO2 can be considered as “ideal”,
due to the low solubility of rutile in quartz [23]. As it is shown in the
line profiles in this figure, at the vicinity of the interface the SiO2

(TiO2) BE signal decreases (increases) from the average value corre-
sponding the phase.

TheMonte Carlo simulations performed for interfaces separatingma-
terials with different mean atomic numbers Z are useful to explain this
behavior. For example, in Fig. 5, the lateral distribution of backscattered
electrons at different positions relative to the interface for a sample com-
posed by Mn|Cu is shown. When the electron beam is impinging the
material of lowerZ , thematerial with higherZ strongly absorbs a portion
of the backscattered electrons, and therefore, the BE signal decreases.
Analogously, when the impact point is located at the material of higher
Z , the lighter material permits a greater number of backscattered elec-
trons to leave the interface, increasing the BE signal.

Profiles corresponding to the electron backscattering yield for
interfaces of Mg|Cu, C|Pb irradiated at 20 keV, and for an interface An
60%|An 100% excited at different energies are shown in Fig. 6. As can be
seen, the BE contrast enhancement can reach up to 30% (Mg|Cu). On
the other hand, the BE signal increases/decreases when approximating
to the interface from the material with higher/lower Z , and it strongly
depends on the Z differences between the two materials conforming
the interface. For example, for the C|Pb interface, the BE signal remains
constant up to a distance of 1 μm to the interface in C and 0.75 μm in
Pb. At distances closer to the interface, the signal increases up to 10%
for Pb. In the case of An 60%|An 100% excited at 10 keV, the BE signal is
stabilized at 0.5 μm from the interfaces for both materials. It must be
stressed that in these figures the ordinate scale has been expanded in
order to bring to evidence small variations.

4.3. Calibration of anorthite maps

The results obtained by Monte Carlo simulations allow to choose
the most adequate electron incident energy Eo for the acquisition of
X-ray maps and BE images. The optimum value turns to be Eo=
10 keV, since with this energy an efficient Na and Ca K excitation is
achieved, maintaining an acceptable spatial resolution. In the case of
BE images, three effects must be balanced: for higher incident ener-
gies, the chemical contrast is improved, but the contrast enhance-
ment in the zoning edges becomes more evident and the spatial
resolution worsens. None of these effects is predominant for an exci-
tation energy of 10 keV; for this reason, this incident energy has been
chosen for measuring the BE images.

BE images and Na and Ca X-ray maps corresponding to the crystals
studied in the plagioclase sample are shown in Figs. 7 and 8. The ZAF
corrections obtained for five point analyses and the corresponding
Fig. 4. Experimental gray level variation along a profile corresponding to a rutilated
quartz sample, measured at 15 keV.
averages for Na and Ca are shown in Table 1 (the selected points
are shown in Fig. 7). These ZAF values were obtained by quantitative
point analyses in the crystal 1 using the Eq. (1). The selected points
are shown in Fig. 7. As can be seen, the variations of the ZAF correc-
tions along the crystal are very small (the maximum difference is
0.9%). For this reason, the ZAF corrections were considered as con-
stant for the quantification procedure through the X-ray maps. The
An compositional maps for both crystals were therefore obtained
from Eqs. (1) and (2), by using the net X-ray intensity maps of Ca
and Na and the average ZAF corrections.

In order to perform the calibration between the gray level in the
BE image and the anorthite content, it is necessary to make a pixel-
to-pixel correspondence. To this aim, the BE images acquired with
1024×768 pixels were reduced to the size of the anorthite map
(128×100 pixels). Based on the gray levels corresponding to the
minimum and maximum anorthite content, the points associated
with fractures or other phases (too light or too dark in the BE
image) were discarded in the reduced BE image. The number of
points considered as good for the calibration resulted around 9000
for both crystals.

image of Fig.�4
image of Fig.�5


Fig. 6. Monte Carlo simulations for the backscattered electron distribution as a function of the distance relative to the interface for Mg|Cu, C|Pb irradiated at 20 keV (right) and An
60%|An 100% irradiated at 5, 10, and 15 keV (left).

Fig. 7. BE image corresponding to crystal 1 (a), and the detailed zone chosen for XRM acquisition (b). Na and Ca XRMs from the selected area (c and d).

Fig. 8. BE image corresponding to crystal 2 (a) and the XRMs for Na and Ca taken in the selected area (b and c).
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Table 1
ZAF corrections for Ca and Na in each point analysis and their average value.

ZAF correction

Point p1 p2 p3 p4 p5 Average

Element
Na 1.005 0.991 0.992 0.990 0.994 0.992
Ca 1.004 0.999 0.998 0.998 0.997 0.998
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To obtain the linear calibration, the concentrations associated with
the same gray level were averaged. The relation between the gray
level and the An concentration for the two crystals is shown in
Fig. 9. The error bars correspond to one standard deviation of the con-
centrations associated with the same gray level. These errors are
related to interface effects (see Fig. 4) and to the difference in the
spatial resolution of BE and X-ray signals. The An concentrations
obtained from the five point analyses performed at crystal 1 are also
included in Fig. 9. As can be observed, the deviation of these point
analyses from the linear trend is higher than the errors associated
to the present method. It must be emphasized that the individual
quantitative analyses are highly influenced by the interface proximity
at each point, raising the corresponding uncertainties up to 50%;
obviously the linear fit produced with this procedure is rather differ-
ent from the one proposed here. It is quite clear that the reduction of
uncertainties mentioned above allows to obtain a more reliable cali-
bration with the approach presented here. The coefficients of the
linear fit were used to transform the original BE image into a high res-
olution anorthite map (see Fig. 10).
Fig. 10. Calibrated BE images (right) and quantitative An-calibrat
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Fig. 9. Calibration curves (full line) for the An % as a function of the BE image gray levels for
five conventional point analyses performed, plotted along with the error bars associated wit
sities. In the case of the gray levels associated to an average An % content (squares), the sta
4.4. Petrological observations on the studied plagioclase crystals

Although a petrological study of these results is out of the scope of
this paper, some concepts about the images and compositional data
obtained in this work can be highlighted here. Crystal 1 (Fig. 7) shows
zonation of the oscillatory type, with four sharp drops in the An content
(indicated by the rise in the gray level). Crystal 2 (Fig. 8) also shows
oscillatory zoning; however, its principal characteristic is the presence
of a conspicuous resorption surface. This surface surrounds a sieve-
textured and irregular core (probably distorted by dissolution), which
served as a nucleus for the subsequent growing of the oscillatory-
zoned sector. When the images and compositional profiles from the
two crystals are compared, bands with equivalent zoning patterns sep-
arated by correlated An drops are identified on both (Fig. 11). These
common bands andAn drops are explained by a similar history of grow-
ing inside themagma, under the same conditions of temperature, pres-
sure, fluids pressure and melt composition. The oscillatory patterns
here observed may be compared with the saw-tooth with resorption,
low-amplitude oscillation and high-frequency, high-amplitude oscillation
patterns described in [12]. Moreover, the origin of the saw-tooth with
resorption pattern in our rocks may be correlated to turbulent convec-
tion inside the magma, as they hypothesize in their work. Further
work on the cerro Vilama lavas may be necessary to give an accurate
description of the history of this magmatic system.

Previous studies in other plagioclase crystals of the same thin slice
achieved by profiling through electron microprobe point analysis
indicated a small An compositional range, from 79% to 89% [24]. The
new methodology revealed a compositional range from 66.4% to
ed gray-level profile in the indicated zones for the crystal 1.
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crystal 1 (left) and crystal 2 (right). The dashed curve corresponds to the fitting to the
h the quantification algorithm —mainly statistical uncertainties in the measured inten-
ndard deviation of the corresponding data is also displayed.
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Fig. 11. An-calibrated gray-level profiles from the crystals studied. The gray zones indicate the possible correlation between regions with similar oscillation patterns and compo-
sition on both crystals from the same rock.
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88.7% in crystal 1 and from 60.5% to 90.2% in crystal 2. Compared to
the previous study, the new compositional spectrum is enlarged
towards more evolved compositions. This may be due to the incorpo-
ration of thin labradorite zones (b70 mol% An) that had been hidden
to the eye-guided profiling with electron microprobe. On these
grounds the new methodology becomes an ideal tool for the petrolo-
gist, because it permits to analyze compositions with a resolution as
high as 0.5 μm and, maybe more important, allows to observe the
whole crystal on a BE mode and to choose where to perform the
profile.

5. Conclusions

A methodology for the attainment of high resolution quantitative
maps of anorthite concentration in single plagioclase crystals has been
developed. Besides its low cost, the method presented in this work is
rapid and reliable to obtain bidimensional analyses, which are helpful
to distinguish characteristics of the internal morphology of the plagio-
clase crystals, particularly resorption surfaces and growing zones. The
combined use of BE images and their associated compositional maps
and profiles results in a very useful tool to analyze oscillatory patterns,
providing a direct way to study themagma chamber dynamics and pet-
rological evolution. Themethodologywas tested on volcanic rocks with
basic plagioclase, and it may be suitable for more evolved plagioclases
as well as for the study of plutonic rocks.

The procedure proposed for calibrating BE images allowed to
obtain quantitative maps of plagioclase composition with the resolu-
tion associated to the BE image. An important advantage of this
approach is the high number of points available for performing the
calibration, which leads to more accurate results, since the statistical
fluctuations and the relative number of points presenting the BE con-
trast enhancement effect due to interface crossing is reduced.

Monte Carlo simulations allowed to determine the ultimate resolu-
tion of characteristic X-rays and BE signal for a plagioclase sample.
This is the first exhaustive study of the spatial resolution of both signals
in a plagioclase sample analyzed with an electron microprobe. Particu-
larly, the modifications introduced in the PENCYL code allowed to
obtain the lateral distribution of backscattered electrons as a function
of the relative position at an interface, which permitted to explain the
contrast enhancement effects near interfaces.
The method proposed here is applicable to any material sample in
which the mean atomic number contrast depends on the variation of
a single component, maybe present as solid solution or separately.
This is a common situation in many alloys [20] or different mineral
series. Future work may enable to apply the methodology to other
types of binary solid solution minerals, especially to rock-forming
minerals such as olivine and orthopyroxene. In the case of ternary
systems, where all three components may vary, it is often necessary
to analyze variations along isothermal regions, which furnishes an
additional condition constraining the system in such a manner it can
again be described in terms of a single varying concentration: again, a
calibration will be possible, consisting in finding the relationship
between the mean atomic number and the concentration of one only
component.
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